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Notes: . NDT and Inspection: _
(234.47 to € rad | 1. The rod has a parallel section in the 1. Material mill certificates must be supplied. _
centre. Each side of this are tapered ) 2. Prior fo cutting the base material shall be ulirasonically
| (204.66 to G rad ) sections which finish fangentially to the radii tested to EN 10160 level $2 and, round the boss areas E4,
! into the rod eye. Transition between parallel to ensure freedon of defects. .
and tapered sections to be blended. The 3. Samples must be cut from the two of the principle axes of
ol o 7 section of the flute is constant along the the blank forging for tensile testing as follows:
o © % length of the rod. * longitudinally, X direction - 2 off, one from each end.
= 2. Rod blanks are o be forged. * Inthe Y direction (across the slab width), one from each
& & = 3. Rod surface to be machined all over, end clear of the coupling rod bearing boss )
9 9 S Surface texture [unless stated otherwise) to 4. Samples are to be clearly identified with their location and
| o D be N7 (Ra 1.6 microns) machined. After axis.. , ,
& / machining all surfaces to be dull polished to 5. Tensile testing across the slab grain to be no less than 5%
: ' Ra 0.8 microns. Allipolishin marks must run below the minimum of the longitudinal sample.
/ along the length of the rod.
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